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42CrMo4 1.7225 1100~ 1300 10 40 — 45 50 50 55900 11 35 650 900~ 1100750

Steel Description

Steel Grade Steel Number

Mpa  %Mpa

1000~ 1200

160mm<d≤250mm

100mm<t≤160mm

100mm<d≤160mm

60mm<t≤100mm

J Mpa  %Mpa

500 750~ 900 14

 %

12 35 3535 550 800~ 950 13
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t≤8mm 8mm<t≤20mm 20mm<t≤60mm

d≤16mm 16mm<d≤40mm 40mm<d≤100mm


